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SHENZHEN WEIFENGHENG TECHNOLOGIES CO.,LTD. .

EAST FLOOR 2, BUILDING B, HUAFENG GONGLE INDUSTRIAL PARK, XIXIANG, BAO`AN DISTRICT, 

SHENZHEN

.

.

The following sample(s) was/were submitted and identified on behalf of the clients as : WF100 .

SGS Job No. : RP21-020303 - SZ .

Model No. :. WF100.

Client Ref. Info. : . WF100,WF5803,WF162,WF183,WF161,WF282,WF5010 .

WF5837,WF5840,DIP6,SOP6/8,DIL,QFN,BGA,NPT, .

TO8,WF160,WF161,WF162,WF163,TO46,HTU31,WF180, .

WF280,.

Date of Sample Received : . 17 Aug 2021.

Testing Period : . 17 Aug 2021 - 23 Aug 2021 .

Test Requested : . Selected test(s) as requested by client. .

Please refer to next page(s). .

Please refer to next page(s). .

Test Method : .

Test Results : .

Andy Ni.

Approved Signatory .

Signed for and on behalf of
SGS-CSTC Standards Technical Services Co., Ltd. Shenzhen Branch.
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Test Results : .

Test Part Description : .

Specimen No.. SGS Sample ID. Description.

SN1. SZX21-026311.003 "WF100"(mixed) .

Remarks :.

(1) 1 mg/kg = 1 ppm = 0.0001% .

(2) MDL = Method Detection Limit .

(3) ND = Not Detected ( < MDL ) .

(4) "-" = Not Regulated .

Elementary Analysis, Hexavalent Chromium(Cr(VI)) & Flame Retardants.

Test Method : . With reference to GB/T 26125-2011

(1) Determination of Cadmium by ICP-OES. 

(2) Determination of Lead by ICP-OES.

(3) Determination of Mercury by ICP-OES.

(4) Determination of Hexavalent Chromium by Colorimetric Method using UV-Vis.

(5) Determination of PBBs and PBDEs by GC-MS. .

003.

Cadmium (Cd) . mg/kg. 2 ND.

Lead (Pb). mg/kg. 2 8.

Mercury (Hg). mg/kg. 2 ND.

Hexavalent Chromium (CrVI) . mg/kg. 2 ND.

Sum of PBBs. mg/kg. - ND.

Monobromobiphenyl . mg/kg. 5 ND.

Dibromobiphenyl . mg/kg. 5 ND.

Tribromobiphenyl . mg/kg. 5 ND.

Tetrabromobiphenyl . mg/kg. 5 ND.

Pentabromobiphenyl . mg/kg. 5 ND.

Hexabromobiphenyl . mg/kg. 5 ND.

Heptabromobiphenyl . mg/kg. 5 ND.

Octabromobiphenyl . mg/kg. 5 ND.

Nonabromobiphenyl . mg/kg. 5 ND.

Decabromobiphenyl . mg/kg. 5 ND.

Sum of PBDEs. mg/kg. - ND.

Monobromodiphenyl ether . mg/kg. 5 ND.

Test Item(s). Unit. MDL.
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Test Item(s). Unit. MDL. 003.

Dibromodiphenyl ether . mg/kg. 5 ND.

Tribromodiphenyl ether . mg/kg. 5 ND.

Tetrabromodiphenyl ether . mg/kg. 5 ND.

Pentabromodiphenyl ether . mg/kg. 5 ND.

Hexabromodiphenyl ether . mg/kg. 5 ND.

Heptabromodiphenyl ether . mg/kg. 5 ND.

Octabromodiphenyl ether . mg/kg. 5 ND.

Nonabromodiphenyl ether . mg/kg. 5 ND.

Decabromodiphenyl ether . mg/kg. 5 ND.

Remark: The sample(s) was/were analyzed on behalf of the applicant as mixing sample in one testing. The 

above result(s) was/were only given as the informality value and only for reference. .
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Sample photo: .

SZXEC2102631105

SZX21-026311.003 .

SGS authenticate the photo on original report only .

*** End of Report *** .
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